TEST REPORT
Report Reference: T R4094/175792

Submitted By: Camira Fabrics Ltd, Meltham Mills, , Meltham, Wea&irkshire,
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Consumer

HD9 4AY, United Kingdom Servicen Ut L1
F.A.O: Rebecca Grimes 31 Kingsland
Grange
Woolston
Order Date: 10 June 2016 Order No: 56665 (CALL4615ygrk:ing;9n
esnire
WAL 4RW
Date of Receipt: 13 June 2016
[tems Tested: Corrosion
Colour: Tarnish
StyleNo: HCSNO3
End Use: None Given
Claimed: None Claimed
Specifications: Testing as per British Standards Methods Of Test
TEST METHOD PASS | FAIL
Fastness to Light BS EN ISO 105-B0O2:2014-BS6 See Results

Results: As detailed in this report

Obser vations: None.

Authorised By: Z. Wdls

| ssue Date: 27" June 2016
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TEST REPORT
Report Reference: T R4094/175792

[ tems T ested: Corrosion
Colour:  Tarnish
Style No:  HCSNO3
End Use: None Given
Claimed: None Claimed

Date of Receipt: 13" June 2016

Date of Test: 14" June 2016

Test Specification: Aslisted on previous page

Deviations: None
RESULTS
STAINING
TEST Colour | C.I.S. | Acetate | Cotton | Nylon | Polyester | Acrylic | Wool REQUIREMENTS
E?;]Te$to Tarnish BS6 @ GS4 = BS5/6 None Specified

UKAS

TESTING

0023

Bureau Veritas Consumer Products Services UK Ltd, Registered in England & Wales, Company Number : 00852439
Registered Office: 31 Kingsland Grange, Woolston, Warrington, Cheshire, WA1 4RW
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Softlines M anager
Z. Wells
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